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Sheet1 

JULY 
METRO LIMITS 

CHROME COPPER NICKEL 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 1,1997 

COMPOSITE M57705 

CHROME COPPER NICKEL ZINC 
RESULTS 0.35 0.31 0.29 0.05 
LIMITS 2.75 3.00 2.50 2.61 

Page 1 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 3,1997 

COMPOSITE M74695 

CHROME COPPER NICKEL ZINC 
RESULTS 0.34 0.35 0.33 0.07 
LIMITS 2.75 3.00 2.50 2.61 
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ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 10, 1997 

COMPOSITE M57788 

RESULTS 
LIMITS 

CHROME COPPER NICKEL 
0.49 
2.75 

0.37 
3.00 

0.58 
2.50 

Sheet1 

JULY 
METRO LIMITS 

3.00 

2.50 

2.00 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 14, 1997 
GRAB M57810 

CHROME COPPER NICKEL ZINC 
0.08 
2.61 

RESULTS 0.35 0.22 0.25 
ZINC 
0.05 
2.61 LIMITS 2.75 3.00 2.50 
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CHROME COPPER NICKEL 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 17, 1997 

COMPOSITE M57846 

Sheet1 

JULY 
METRO LIMITS 

3_00 

2.50 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 22, 1997 
GRAB M57890 
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CHROME COPPER NICKEL 
RESULTS 0.23 0.31 0.27 
LIMITS 2.75 3.00 2.50 

ZINC 
0.05 
2.61 
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CHROME COPPER NICKEL ZINC 
RESULTS 0.75 0.76 0.93 0.10 
LIMITS 2.75 3.00 2.50 2.61 
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Sheet1 

JULY 

ZINC 

ALASKAN COPPER WORKS 
3200 FACILITY 
JULY 31, 1997 

·· 1 : COMPOSITE M57983 I . i 
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CHROME COPPER • NICKEL ZINC 
.RESUL TS 0.44 0.47 · . 0.52 0 .05 
LIMITS 2.75 · 3.00 · 2.50 2.61 
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